
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.08 1164.65 12574.762 10.8 1113.03 11064.84 9.94

Si(1,1,1) Si(0,2,2) 14.93 689.26 6926.801 10.05 461.767 4197.19 9.09

Si(1,1,1) Si(1,1,3) 17.59 497.87 3345.943 6.72 198.943 1166.71 5.86

Si(1,1,1) Si(0,0,4) 21.38 422.42 3127.439 7.4 174.546 1155.44 6.62

Si(1,1,1) Si(1,3,3) 23.4 368.87 1707.088 4.63 98.256 386.36 3.93

Si(1,1,1) Si(2,2,4) 26.51 327.51 1849.619 5.65 98.318 494.28 5.03

Si(1,1,1) Si(3,3,3) 28.26 303.53 1057.614 3.48 60.547 184.17 3.04

Si(1,1,1) Si(0,4,4) 31.03 273.03 1223.591 4.48 66.407 263.64 3.97

Si(1,1,1) Si(1,3,5) 32.62 254.81 712.726 2.8 40.509 95.29 2.35

Si(1,1,1) Si(0,2,6) 35.19 233.99 862.55 3.69 47.578 152.82 3.21

Si(1,1,1) Si(3,3,5) 36.69 220.32 507.598 2.3 30.135 52.17 1.73

Si(1,1,1) Si(4,4,4) 39.15 202.41 632.633 3.13 34.764 95.9 2.76

Si(1,1,1) Si(1,1,7) 40.6 191.78 373.291 1.95 46.653 35.86 0.77

Si(1,1,1) Si(2,4,6) 42.99 177.32 478.269 2.7 26.811 58.77 2.19

Si(1,1,1) Si(1,3,7) 44.42 167.76 283.319 1.69 82.071 24.33 0.3

Si(1,1,1) Si(0,0,8) 46.8 154.89 369.725 2.39 21.319 37.91 1.78

Si(1,1,1) Si(3,3,7) 48.23 146.22 218.766 1.5 70.934 18.53 0.26

Si(1,1,1) Si(0,6,6) 50.64 135.26 290.961 2.15 17.789 27.8 1.56

Si(1,1,1) Si(5,5,5) 52.1 127.55 171.752 1.35 61.422 13.03 0.21

Si(1,1,1) Si(0,4,8) 54.59 116.99 232.838 1.99 28.589 20.9 0.73

Si(1,1,1) Si(1,1,9) 56.11 109.7 137.192 1.25 52.895 9.7 0.18

Si(1,1,1) Si(4,6,6) 58.73 99.99 187.995 1.88 49.303 16.44 0.33

Si(1,1,1) Si(1,3,9) 60.37 92.86 110.025 1.18 44.706 7.55 0.17

Si(1,1,1) Si(4,4,8) 63.22 83.08 154.102 1.85 41.016 13.09 0.32

Si(1,1,1) Si(1,7,7) 65.04 76.38 90.094 1.18 36.657 5.93 0.16

Si(1,1,1) Si(0,2,10) 68.32 65.64 128.104 1.95 16.324 10.88 0.67

Si(1,1,1) Si(1,5,9) 70.48 58.24 73.986 1.27 28.174 4.66 0.17

Si(1,1,1) Si(3,5,9) 77.73 35.94 61.355 1.71 4.779 4.41 0.92

Si(1,1,1) Si(2,4,10) 86.52 12.14 90.365 7.44 5.99 29.09 4.86

 Ei = 12.527 keV



Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Dia(1,1,1) Si(1,1,1) 9.08 718.48 7610.067 10.59 714.792 6992.81 9.78

Dia(1,1,1) Si(0,2,2) 14.93 471.2 4913.875 10.43 443.551 4354.86 9.82

Dia(1,1,1) Si(1,1,3) 17.59 345.8 2506.021 7.25 202.182 1263.58 6.25

Dia(1,1,1) Si(0,0,4) 21.38 307.4 2410.011 7.84 177.059 1247.09 7.04

Dia(1,1,1) Si(1,3,3) 23.4 270.27 1342.955 4.97 97.272 414.97 4.27

Dia(1,1,1) Si(2,2,4) 26.51 246.51 1487.531 6.03 100.151 521.3 5.21

Dia(1,1,1) Si(3,3,3) 28.26 226.9 858.658 3.78 59.936 194.76 3.25

Dia(1,1,1) Si(0,4,4) 31.03 209.48 1015.99 4.85 66.692 277.19 4.16

Dia(1,1,1) Si(1,3,5) 32.62 199.07 594.314 2.99 41.157 100.89 2.45

Dia(1,1,1) Si(0,2,6) 35.19 183.58 726.57 3.96 47.1 164.16 3.49

Dia(1,1,1) Si(3,3,5) 36.69 176.85 432.779 2.45 30.224 56.21 1.86

Dia(1,1,1) Si(4,4,4) 39.15 163.91 541.881 3.31 34.721 101.06 2.91

Dia(1,1,1) Si(1,1,7) 40.6 156.87 321.976 2.05 46.821 36.49 0.78

Dia(1,1,1) Si(2,4,6) 42.99 146.63 415.491 2.83 26.675 61.98 2.32

Dia(1,1,1) Si(1,3,7) 44.42 139.61 246.147 1.76 81.858 25.38 0.31

Dia(1,1,1) Si(0,0,8) 46.8 130.35 323.997 2.49 21.205 40.59 1.91

Dia(1,1,1) Si(3,3,7) 48.23 125.77 191.737 1.52 70.976 19.03 0.27

Dia(1,1,1) Si(0,6,6) 50.64 115.73 256.86 2.22 17.818 28.73 1.61

Dia(1,1,1) Si(5,5,5) 52.1 112.61 151.479 1.35 61.363 14.86 0.24

Dia(1,1,1) Si(0,4,8) 54.59 101.67 206.244 2.03 28.556 21.55 0.75

Dia(1,1,1) Si(1,1,9) 56.11 99.53 121.777 1.22 94.287 10.63 0.11

Dia(1,1,1) Si(4,6,6) 58.73 88.95 169.131 1.9 246.847 17.21 0.07

Dia(1,1,1) Si(1,3,9) 60.37 85.85 99.606 1.16 79.799 7.96 0.1

Dia(1,1,1) Si(4,4,8) 63.22 74.89 140.057 1.87 206.041 13.69 0.07

Dia(1,1,1) Si(1,7,7) 65.04 70.98 81.925 1.15 65.619 6.43 0.1

Dia(1,1,1) Si(0,2,10) 68.32 60.04 117.472 1.96 22.672 11.36 0.5

Dia(1,1,1) Si(1,5,9) 70.48 54.62 68.146 1.25 50.828 5.55 0.11

Dia(1,1,1) Si(3,5,9) 77.73 33.59 57.04 1.7 4.796 4.41 0.92

Dia(1,1,1) Si(2,4,10) 86.52 10.93 84.963 7.77 5.971 31.15 5.22

 Ei = 12.527 keV


